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	Assigments of the infrared frequencies (cm-1) for the Na2(Mn1-xCax)Fe2+Fe3+(PO4)3 alluaudite-type compounds.
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	Assigments of the infrared frequencies (cm-1) for the Na2(Mn1-xZnx)Fe2+Fe3+(PO4)3 alluaudite-type compounds.
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	Assigments of the infrared frequencies (cm-1) for the Na2(Mn1-xNix)Fe2+Fe3+(PO4)3 alluaudite-type compounds.
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