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TABLE S2 Chemical composition of the drilled profile trough nodule 44KG-2 (ICP-OES data; wt%)

distance fromthe | Mn  Fe Ni Cu Co Zn Mn/Fe Ni+Cu Na K Al Ca Mg Ba
surface to the core

0.5-2mm |33.70 7.27 127 1.14 0.15 0.17 4.64 241 3.66 089 2.09 1.73 195 0.17
2-4mm | 36.00 6.41 1.54 140 0.16 0.14 5.62 294 3.09 095 244 1.74 1.83 0.17
4-6mm | 3430 5.74 1.68 1.38 0.17 0.14 5098 3.06 2.65 096 295 1.74 194 0.23
6-8mm |31.00 580 1.42 1.16 0.12 0.12 5.34 2.58 244 090 246 1.71 1.63 0.30
8-10mm |32.90 7.31 1.22 1.17 0.16 0.11 4.50 239 227 096 214 1.55 1.76 0.32

10-12mm |36.90 4.65 1.18 1.35 0.09 0.13 7.94 2,53 1.89 1.17 197 128 2.10 0.34

12-14mm |38.10 5.00 1.41 1.67 0.15 0.15 7.62 3.08 225 1.50 3.07 130 2.77 0.38

14-16mm |35.80 3.09 133 1.59 0.21 0.14 11.6 292 2.02 130 321 121 258 0.46

18-20mm |33.50 2.89 1.11 141 021 0.12 11.6 252 2.06 150 3.62 1.12 250 0.59

20-22mm | 33.20 2.44 1.03 124 0.18 0.11 13.6 227 195 146 3.24 1.02 228 0.67

22-24mm |35.60 2.37 1.07 122 0.16 0.10 15.0 229 2.03 1.63 334 1.09 230 0.68
v 24-26mm (3990 246 1.14 132 0.15 0.12 16.2 246 195 1.63 295 1.18 2.40 0.58

26-28mm |(39.50 3.40 1.46 150 0.14 0.14 11.6 296 1.87 130 2.12 126 2.42 043

hear 28-30mm | 34.10 6.77 1.48 127 021 0.17 5.04 275 2.04 1.04 232 1.73 198 0.36

eore 30-32mm | 36.00 4.67 1.22 1.30 0.18 0.13 7.71 252 1.55 135 243 129 231 044
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