Table 3. Powder X-ray diffraction data (d in A) for rowleyite.

Lobs dobs dcalc lcalc hkl
26 18.4 183043 49 111
70 113 11.2091 100 220
31 9.6 9.5591 31 311

9.1522 1 222

63 7.97 79260 63 400
24 7.29 72734 34 331
13 6.49 6.4716 18 422
16 6.11 6.1014 13 333
9 539 5.3590 7 531
30 5.05 5.0128 7 620
4.8348 1 533

15 4.611 4.5761 8 444
28 4.454 44394 20 711
23 4.215 4.2366 1 642
41275 1 731

13 3.980 3.9630 7 800
8 3.902 3.8733 3 733
5 3.688 3.6609 5 751
12 3.545 3.5446 1 840
3.4800 1 753

3.3797 3 664

193336 3.3235 3 931
3.2358 4 844

65 3.216 31864 32 771
31 3.127 3.1088 12 862
3.0649 8 951

15 2.969 2.9564 2 953
17 2.880 2.8942 3 1042
100 2.811 2.8023 74 880
27700 20 971

22 2701 2.7186 7 866
2.6891 3 1133

16 2661 2.6420 7 884
2.6149 2 1151

142593 2.5715 1 1222
14 2.519 2.5064 5 1240
2.4832 1 991

2.4460 1 1082

4 2436 2.4245 6 1171
4 2.384 2.3697 5 1173
12 2.299 2.2880 1 888

Iobs dobs dcalc lcalc hkl
2.2704 1 1351
2.2418 2 10100
9 21223 { 2.2252 1 1191
2.1983 1 1280
2.1572 6 1266
9 21556 { 2.1424 2 1177
2.1183 5 1284
34 21112 { 2.1043 6 1511
2.0338 3 11111
7 20378 { 2.0132 3 12102
2.0011 1 1391
12 1.9867 1.9815 9 1600
12 1.9580 19512 11 1482
34 19319 1.9223 1 1288
1.9118 1 1571
1.8947 1 12106
1.8846 1 1573
14 18742 { 1.8682 3 12120
1.8585 3 11117
12 1.8442 { 1.8428 2 14100
1.8335 1 1731
1.8094 2 1733
18 1.7826 { 1.7863 1 1751
1.7641 2 1577
1.7506 1 1666
1.7219 1 13117
1.7094 2 14122
1.7020 1 15111
19 1.6912 { 1.6898 9 12128
1.6827 3 1597
1.6709 5 16102
31 1.6517 { 1.6640 1 1911
1.6460 1 1791
1.6350 1 1864
1.6285 1 1793
16 1.6190 { 1.6179 7 1688
1.6116 3 1951
1.6013 2 16106
1.5952 3 1795
6 15890 { 1.5852 3 2000




