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Supplementary Figure 2: XRD patterns of heating products of chlorites (1000 °C) (a) and biotite (1050 °C) (b)
obtained under nitrogen gas atmosphere. Fo - forsterite, Fy - fayalite, Sp - spinel-like phase, * - silica XRD spike.





