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Table 4. Atomic displacement factors for minehillite structure

Cail
Ca2
Ca3
Si1
Si2
Si3
Si4
01
02
03
04

0.0211(9)
0.0043(4)
0.0071(5)
0.0056(4)
0.0073(3)
0.0090(4)
0.0054(5)
0.0052(5)
0.0049(5)
0.0056(5)
0.011(1)

0.013(1)

0.015(1)

0.013(1)

0.0211(9)
0.0110(3)
0.0071(5)
0.0056(4)
0.0076(4)
0.0088(4)
0.0054(5)
0.0053(5)
0.0048(5)
0.0072(5)
0.011(1)

0.013(1)

0.010(1)

0.006(1)

0.027(1)
0.0120(3)
0.0099(9)
0.0182(7)
0.0148(4)
0.0163(4)
0.0113(9)
0.0113(5)
0.0114(5)
0.0109(5)
0.023(2)
0.006(2)
0.011(1)
0.017(1)

-0.0001(1)
0]

0
-0.0005(3)
-0.0002(3)
0]
-0.0001(4)
0.0005(4)
-0.0006(4)
0]

0

0.002(1)
-0.001(1)

-0.0003(3)
0]

0
-0.0010(3)
-0.0001(3)
0
0.0003(4)
0.0003(4)
0.0000(4)
0

0

0.001(1)
-0.002(1)

0.0122(4)
0.0022(2)
0.0035(3)
0.0028(2)
0.0036(3)
0.0046(3)
0.0027(3)
0.0019(4)
0.0022(4)
0.0032(4)
0.0054(7)
0.0066(7)
0.006(1)

0.003(1)
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Table 4. continued

0.011(1)
0.008(1)
0.015(1)
0.008(1)
0.013(1)
0.017(1)
0.010(1)
0.013(1)

0.011(1)
0.008(1)
0.007(1)
0.007(1)
0.011(1)
0.012(1)
0.011(1)
0.011(1)

0.015(1)
0.016(2)
0.024(2)
0.016(2)
0.012(1)
0.015(1)
0.018(1)
0.017(1)

-0.000(1)
-0.001(1)
-0.001(1)
-0.002(1)
0.001(1)

-0.000(1)
-0.005(1)
0.000(1)

0.000(1)
-0.000(1)
-0.004(1)
-0.002(1)
0.001(1)
-0.003(1)
-0.003(1)
-0.002(1)

0.005(1)
0.004(1)
0.005(1)
0.003(1)
0.006(1)
0.010(1)
0.004(1)
0.006(1)



