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Supplemental Figure 4. Variation of second-order Raman spectra on the pinacoid
face of a fine-grained graphite from 05st6-3, as a function of laser intensity ranging 
from unfiltered (I0) to I0/10. Similar to the first-order bands, the second-order bands 
show noticeable shifts to lower wavenumbers with increasing laser intensity.
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