Table 5. (supplementary materials) Comparison of optical properties of Ca-humites

	
	Kumtyubeite
	Chegemite
	Chegemite
	Edgrewite
	Hydroxyledgrewite

	
	xenolith 1
	xenolith 1
	xenolith 7
	xenolith 1
	xenolith 1

	X ( c
	15(2)(
	0(
	0(
	12(2) (
	12(2)°

	Sign
	–
	–
	–
	+
	+

	2V
	40-55(
	72-88(
	76-86
	75-85(
	75-85(

	α 
	1.594(2)
	1.621(2)
	1.630(2)
	1.621(2)
	1.625(2)

	β 
	1.605(2)
	1.626(3)
	1.636(2)
	1.625(2)
	1.629(2)

	γ 
	1.608(2)
	1.630(2)
	1.640(2)
	1.631(2)
	1.635(2)

	(
	0.014
	0.009
	0.010
	0.010
	0.010


