
100 ,� l
90 

>cxxexp 1 r , 
-calc 

80 -Fe(II)
SG7 -Fe(III)

70 

-6 -4 -2 0 2 4 6 -6 -4 

100 100 

95 95 

90 SG7 90 

g: 85 
heated 

85 

C -6 -4 -2 0 2 4 6 -6 -4 

·;;; 
,,,

·e ,: l
,� l,,, 

Sptb 

-6 -4 -2 0 2 4 6 -6 -4

100 100 

99 
95 

98 

90 Sptb 97 

heated 96 

85 95 

-6 -4 -2 0 2 4 6 -6 -4 

Supplementary Figure 1: Mössbauer spectra of chlorites (SG7, MtBl, CCa-2, Sptb, Mal) 
and biotite (LP-6) before and after ramp heating to 1000 °C at a 20 °C/min rate under 
N2; measured at 300 K. 
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