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KAMIYA ET AL.: EFFECT OF TEMPERATURE ON THE DENSITY OF METALS

Table S6 Summary of error components and resulted density errors for liquid samples

Sample Run p error from length p error from Total density
& rotation errors boundary threshold errors [%]
[%] error [%]

Fe AKI18 0.001-0.051 0.393-0.699 0.620-0.718

AK20 0.001-0.038 0.027-0.666 0.400-0.670






