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Figure S5. The variation of melt (defect) fraction (x) as a
function of temperature. The x was obtained using eq. (3), where
Psoiia(T) 15 density of solid Sn from this study and pyqig(T) IS
density of liquid Sn from Touloukian et al. (1975).





