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Figure S4-2. Elemental abundances of individual domains identified at 300°C.

↑ Dynamiccavityassignment↑

Conclusion
Si Almost constant
Al Inward directed masstransfer
Fe Outward directed mass transfer (less than Al)
Mg Constant in domain alpha-gamma, decreasing towards delta+epsilonConstant in domain alpha-gamma, decreasing towards delta+epsilon
Ca Inward directed masstransfer
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Figure S4.2
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