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Figure S4-4. Elemental abundances of individual domains identified at 400°C.

↑ Dynamiccaviyassignment↑

Conclusion
Si Constant within error margins
Al Inward directedmasstransfer (lessthan at 300°C)
Fe Slightly outward directed mass transfer (less than at 300°C)
Mg Outward directed masstransfer
Ca Inward directedmasstransfer (lessthan at 300°C)

↓ No cavityassignment↓
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Elemental abundances estimated for 400°C
(normalized after subtractingwater)

Figure S4.4
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