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KUTZSCHBACH ET AL.: TETRAHEDRAL BORON IN AL-RICH TOURMALINE QUANTIFIED BY RAMAN

Figure OM1. Rietveld Plots of the powder XRD patterns of the three synthetic tourmalines

Supplementary Figure S1 - Rietveld Plots of the synthetic tourmaline
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