Table 6. Bond-valence analysis for rossiantonite (values are expressed in valence units). Deposited.

Atom P S()  SQ2) A1) Al2) AlQ3) o H" )

01 1.289 0.506 1.795
02 1.300 0.602 1.902
03 1.221 0.512 1.733
04 1.300 0.533 1.833
05h 0.483  0.537 0.870 1.89
06w 0.446 0.780  0.780  2.006
07w 0.425 0.830 0.730  1.985
O8w 0.455 0.750  0.703  1.908
09w 0.469 0730  0.740  1.939
010w 0.467 0790  0.782  2.039
Ollw 0.395 0.782  0.879  2.056
012w 0.429 0.766  0.774  1.969
013h 1.104  0.810 1.914
Ol4w 0467 0734  0.825  2.026
015w 0437 0.734  0.825  1.996
Ol6w 0413 0774 0.758  1.945
017 1.558

018 1.554

019 1.533

020 1.468

021 1.508

022 1.464

023 1.488

024 1.554

x 5110 6.113  6.014 2.854 2.899 2.927




