
SUPPLEMENTARY DATA 

Ionic conductivity measurements 

a. M080317

5.5 GPa 6.5GPa 

8 GPa 
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b. M072717 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

3 GPa 6 GPa 
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c. M040716 
 

 
 

3.3 GPa 4 GPa 

  
5 GPa 6 GPa 

  
7 GPa  
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d. M072815 
 

 
 
 
 
 
 
 
 
 
 
 
 

9 GPa 10 GPa 

  
11 GPa  
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