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SI-1. 27Al 3QMAS NMR spectra for boehmite with varying annealing temperatures. 

Figure S1 presents the 27Al 3QMAS NMR spectra for boehmite with varying 

annealing temperature without noise removal, showing that there is no observable noise 

with 1% contour line. To achieve current signal-to-noise ratio in the 2D spectra, ~16 hours of 

collection time were required for each spectra. Furthermore, better S/N ratio can be 

achieved by using a larger NMR rotor (i.e., 4 mm). This indicates that the minor fractions of 
[4]Al and [5]Al in the boehmite annealed at 110 ºC and 200 ºC do not stem from the noise. 

Note that there are small amount of noise at 1% contour lines for boehmite annealed at 300 

ºC. However, the [4-6]Al peaks are clearly resolved from the noise. We also note that the 

signal from [4,5,6]Al sites are not overlapped with the spinning sidebands, even at 15 kHz of 

spinning speed. 
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Figure S1| 27Al 3QMAS NMR spectra (without noise removal) for boehmite with varying 

annealing temperature at 9.4 T and 15 kHz. The contour lines are drawn from 8% to 

98% relative intensity with 6% increment and added lines at 1, 2.5, 4.5, and 6%. 

 

 

SI-2. Simulation of 27Al MAS NMR spectra using Dmfit. 

 The simulation of 27Al NMR spectra was performed with the Dmfit program 

(Massiot et al., 2002). To simulate the NMR spectra for highly-ordered crystalline phases 

(i.e., bayerite and gibbsite), Q-mas 1/2 model in Dmfit software was used (e.g., Massiot et 

al., 2002; Lee et al., 2009; Park and Lee, 2019). The crystallographically inequivalent [6]Al sites 

in the bayerite and gibbsite are difficult to distinguish in the 1D MAS NMR spectra. 

However, the extensive previous NMR studies using multi-quantum MAS techniques and 

quantum chemical calculations have reported the NMR parameters [i.e., isotropic chemical 

shift (δiso), quadrupolar constant (Cq), and asymmetry parameter (η)] of each site in bayerite 

and gibbsite (Damodaran et al., 2002; Vyalikh et al., 2010; Chandran et al., 2019). As shown 

in Table 2, the NMR parameters of bayerite and gibbsite are well-documented. The spectra 
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for boehmite and metastable alumina were fitted using a Gaussian isotropic model 

distribution (GIM, case of d = 5 of the more general Czjzek distribution) which assumes a 

statistical distribution of charges around the observed nuclei (see references Le Caer and 

Brand, 1998; Neuville et al., 2004; Lee et al., 2009; Kim and Lee, 2013 for more detailed 

discussion on GIM and the detailed parameterization to simulate the quadrupolar line shape 

with disorder and thus the distribution of electronic field gradient tensors). In the current 

study, the NMR parameters and relative fractions were obtained by manual adjustment of 

input parameters (such as δiso, Cq, ∆δiso, and broadening factors). The ∆δiso is the full-width at 

half maximum of the distribution of the isotropic chemical shift in the Czjzek model, which 

is used for simulation of the [4]Al and [6]Al peaks for γ-/η-Al2O3. The Gaussian or Lorentzian 

broadening factor (~300 to 2000 Hz) is applied to simulate Al sites for each phase. Note that 

the possible uncertainties stemming from the deviation between experimental and 

simulated spectra (~1.5%) and the contribution form the adjusted input parameters (~1.5%) 

were included in the errors in the estimation of Al fractions and phase fractions. 

 

 

SI-3. Simulation of 27Al MAS NMR spectra with central transition and satellite spinning 

sidebands 

The spinning sidebands due to satellite transition often overlap with the central 

bands. Thus, the contribution of satellite transition to NMR intensity needs to be considered 

to get robust fraction of Al site in each phase (e.g., Kraus et al., 1998; Lee and Stebbins, 2003 

and references therein). As shown in Figure S2, the current 27Al MAS NMR spectra for three 

different types of aluminum (oxy)hydroxides with varying temperatures were simulated by 

considering the satellite transition spinning sideband (using Dmfit) (Massiot et al., 2002). 

Note that the simulations of spinning sideband for highly-ordered crystalline phases (i.e., 

gibbsite and bayerite) were performed with both the inner (±1/2 ↔ ±3/2) and outer (±5/2 ↔ 

±3/2) satellite transitions. The difference in the estimated fractions of each phase at given 

temperature between simulation results with considering and without considering 

contribution of satellite transitions is ~1-2%: for example, the obtained fractions of γ-/η-

Al2O3 for boehmite annealed at 300 ºC are ~38% (without consideration) and ~37% (with 

consideration), respectively. Nevertheless, the possible uncertainties from the spinning 

sidebands on the NMR intensities (~1.5%) were included in the errors in the estimation of Al 

fractions and phase fractions. 
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Figure S2| Simulation of 27Al MAS NMR spectra for three different types of aluminum 

(oxy)hydroxides [(A) boehmite at 11.7 T, (B) boehmite at 14.1 T, (C) bayerite, and (D) 

gibbsite] with varying temperatures (as labeled) with considering the contribution of 

satellite transitions. 
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